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Client Name: PEAK PLASTIC&METAL PRODUCTS(INTERNATIONAL)LTD

Client Address: 101-202,BUILDING A01,XUNBAO INDUSTRIAL PARK PHASE 1,NO.96,JINYE
AVENUE,KUIXIN COMMUNITY,KUICHONG SUB-DISTICT,DAPENG NEW
DISTRICT,SHENZHEN PRC

Sample Name: PROTECTIVE BAND

The above sample(s) and information were provided by the client.

SGS Job No.: SZP23-018262

Sample Receiving Date: Sep 11, 2023

Testing Period: Sep 11, 2023 ~ Sep 18, 2023

Test Requested: Select test(s) as requested by the client.

Test Method(s): Please refer to next page(s).

Test Result(s): Please refer to next page(s).
Test Requirement Conclusion
Pe_rﬂuorooctane S_ulfonates (PFOS) and its derivatives and Perfluorooctanoic See Results
Acid (PFOA) and its salts

Signed for and on behalf of

SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch
scap fo see the repon

Jessio Lt

Jessie-JX Li T et
Approved Signatory 5EA68443
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Test Result(s):

Test Part Description:
SN ID Sample No. SGS Sample ID Description
SN1 Al CAN23-0096498-0001.C001 Black plastic tape
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-* = Not Regulated

Perfluorooctane Sulfonates (PFOS) and its derivatives and Perfluorooctanoic Acid (PFOA) and its
salts

Test Method: With reference to CEN/TS 15968:2010, analysis was performed by HPLC-MS or LC-

MS/MS.

Test Item(s) CAS No. Unit(s) MDL Al
PFOS and its derivatives - mag/kg - ND
Perfluorooctane Sulfonates (PFOS) and
its salts* - mg/kg 0.010 ND
N-ethylperfluoro-1-octanesulfonamide Ea.
(N-EtFOSA) 4151-50-2 mg/kg 0.010 ND
N-methylperfluoro-1-octanesulfonamide ao.
(N-MeFOSA) 31506-32-8 mg/kg 0.010 ND
2-(N-ethylperfluoro-1-
octanesulfonamido) -ethanol (N- 1691-99-2 mg/kg 0.010 ND
EtFOSE)
2-(N-methylperfluoro-1-
octanesulfonamido) -ethanol (N- 24448-09-7 mg/kg 0.010 ND
MeFOSE)
Perfluorooctane Sulfonamide (PFOSA) 754-91-6 mg/kg 0.010 ND
Perflgorooctanmc Acid (PFOA) and its i malkg 0.010 ND
salts

Notes:

(1) Perfluorooctanoic acid (PFOA) and its salts* including PFOA (CAS No. 335-67-1), APFO (CAS No. 3825-
26-1), PFOA-Na (CAS No. 335-95-5), PFOA-K (CAS No. 2395-00-8), PFOA-Ag (CAS No. 335-93-3) and
PFOA-F (CAS No. 335-66-0). The result of PFOA is used to represent PFOA and its salts.

(2) Perfluorooctane sulfonates (PFOS) and its salts* including PFOS (CAS No. 1763-23-1), POSF(CAS No.
307-35-7), PFOS-K (CAS No. 2795-39-3), PFOS-NH4 (CAS No. 29081-56-9), PFOS-N(C10H21)2(CHs)2 (CAS
No. 251099-16-8), PFOS-NH2(C2H40OH)2 ( CAS No. 70225-14-8), PFOS-Li (CAS No. 29457-72-5), PFOS-
N(C2Hs)4 (CAS No. 56773-42-3) and PFOS-Na (CAS No. 4021-47-0). The result of PFOS is used to
represent PFOS and its salts.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

PFASs/ PFOS/PFOA Testing Flow Chart

Sample cutting/preparation

A 4
Sample measurement

Solvent extraction

\4
Concentration/Dilution

\ 4
Filtration

v
LC-MS/LC-MS-MS/GC-MS
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Sample Photo:

CAN23-0096498-0001.C001

SGS authenticate the photo on original report only
*** End of Report ***
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